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Introduction
Biodegradable additives are additives that help polymers degrade 

by allowing microorganisms to use the carbon in the polymer chain as a source of energy. After biofilm formation on the plastic product, biodegradable additives attract microorganisms to the polymer via quorum sensing. In general, additives are formed in master batch using carrier resins such as polyethylene (PE), polypropylene (PP), polystyrene (PS), or polyethylene terephthalate (PET).

The majority of popular synthetic plastics are not biodegradable, 
and both chemical and physical features of plastics play essential roles in the degradation process. The inclusion of biodegradable additives can change the chemical and physical properties of polymers, increasing the rate of breakdown. Biodegradable additives can change the plastic disintegration process from chemical to biological. Instead of being damaged solely by environmental forces such as sunshine (photo-oxidation) or heat (thermal degradation), biodegradable additives allow polymers to be degraded directly or indirectly by microbes and bacteria.

While some plastic additives only impact the surface of the plastic 
effective biodegradable additives must also change the interior of the plastic as well as its chemical properties. Good biodegradable additives 
speed up the rate of disintegration by weakening specific polymer 
characteristics and raising their appeal to microorganisms.

Plastics are utilised often in everyday things and are an integral part 
of almost all contemporary technologies. Consistent plastic garbage 
has collected in diverse receiving situations all around the world as a 
drawback. For some uses, biodegradable alternatives to traditional 
plastics are preferred together with, but as a backup to, more responsible 
waste management. The most frequent cause of polymers’ exceptional 
mechanical toughness and ductility is crystalline organisation. High 
density polyethylene (HDPE), in which the linear hydrocarbon chains 
pack to form crystalline domains by van der Waals interactions, is a 
particularly well-known and pertinent example.

However, crystallinity generally prevents biodegradation of plastics 
because the polymer chains are inaccessible to extracellular enzymes, 
even in the presence of cleavable links. Poly (butylene adipate-co-
terephthalate) (PBAT) films are an example of a low crystalline material 
that is commonly used in plastics that are intended to degrade. In the 
case of polyethylene, the hydrocarbon chains’ chemical inertness as 
well as the material’s hydrophobicity further prevents biodegradation. 
When compared to natural settings, the in vitro de-polymerization 
studies’ high enzyme concentrations and the controlled composting 
test’s biodegradation conditions favour enzymatic and microbial 
destruction. To further understand the behaviour and environmental 
destiny of this material in natural habitats, field research in the marine 
water column, sediments, and soils will be of interest. Despite this, our 
findings highlight the viability of plastics that can replace conventional 
poly-olefins by incorporating their advantageous characteristics and 
being biodegradable.

Plastics are widespread in everyday things and are critical 
components of almost any modern technology. As a result, persistent 
plastic garbage has accumulated in many receiving habitats around the 
world. Biodegradable alternatives to traditional plastics are desirable 
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toughness and ductility is crystalline organisation. High density 
polyethylene (HDPE) is a particularly notable and relevant example, 
in which linear hydrocarbon chains pack to form crystalline domains 
via van der Waals interactions. However, crystallinity, even in the 
presence of cleavable links, generally hampers plastic biodegradation 
due to extracellular enzyme inaccessibility to the polymer chains. 
Biodegradable plastics are often low crystalline materials, such as 
poly (butylene adipate-co-terephthalate) (PBAT) sheets. In the case of 
polyethylene, the chemical inertness of the hydrocarbon chains, along 
with its hydrophobicity, inhibits biodegradation. We present a novel 
material, polyester-2,18 (PE-2,18), that has high density polyethylene-
like crystalline and material qualities while also being easily 
hydrolysable by natural enzymes and entirely biodegradable under 
industrial composting conditions. Because of the growing concern 
about environmental protection, polymers derived from renewable 
resources are receiving a lot of attention in order to increase their 
sustainability and lower their carbon footprint. Renewable materials 
are gradually replacing single-use items in many technical applications. 
However, due to the possible fire risk and their involvement in our 
daily lives, the flame retardancy of such polymers, among other 
applications, needs to be addressed for technological applications. To 
address this possible concern, different flame retardant (FR) chemicals 
were synthesised using traditional and non-conventional methods, 
including inorganic FRs, nitrogen-based FRs, halogenated FRs, and 
Nano fillers. Biodegradable polymers, which may be biodegraded 
into their basic components by microbial action, have been offered as 
a potential solution to plastic pollution. (en)19(t in o)11(ur )]TJ
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